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Piezoelectric properties of three sol-gel derived Pb�Zr0.53Ti0.47�O3 thin film specimens of different
thicknesses integrated onto Pt/Ti/SiO2 �Si substrates are investigated to delineate the influence of
residual stress on the strain-field response characteristics from other thickness related effects.
Residual tensile stresses are determined from wafer curvature measurements for films ranging in
thickness from 190 to 500 nm. Field-induced strains are measured interferometrically for each film
under either a large ac driving voltage or a small ac ripple applied over a range of dc biases. Higher
residual stresses decrease measured piezoelectric response, while thickness variations with no
accompanying change in residual stress state produce little change in strain-field behavior. The
diminished performance associated with high residual stresses is attributed to reductions in both
linear and nonlinear contributions, including decreased polarization switching and domain motion.
© 2007 American Institute of Physics. �DOI: 10.1063/1.2422778�

I. INTRODUCTION

The development of enhanced properties in ceramic
ferroelectric thin films poses a challenge for future advance-
ments in the areas of integrated, multifunctional microelec-
tronics and micromechanical devices. Although ferroelectric
thin films hold tremendous potential for widespread use in
miniaturized electronic applications, many previous reports
have indicated that the dielectric, ferroelectric, and piezo-
electric properties of electroceramic thin films are often
vastly diminished compared to their bulk counterparts. As
film thickness is pushed towards its lower limits, a factor that
gains influence over the ferroelectric properties is the level of
processing related residual stress. This study focuses on the
potential effects of residual film stress and finite film thick-
ness on the piezoelectric response for polycrystalline
Pb�Zr0.53Ti0.47�O3 �PZT� thin films.

Residual stresses in electroceramic thin films can be very
high but are often neglected due to a lack of adequate stress
measuring capabilities. The magnitude and sign �tensile or
compressive� of the film stress are highly dependent on both
the processing technique and the properties of the substrate
and bottom electrode.1 Tuttle et al.2 and others3,4 speculate
on the influence of residual stress on preferred domain ori-
entation. Assuming that domains align in the most energeti-
cally favorable arrangements, populations of non-180° do-

mains are affected by the stress state upon cooling through
the Curie temperature. Tuttle et al.5 have asserted that a ten-
sile stress at this point causes more a, or 90°, domains to
form in order to relieve some of the residual stress. This
orientation leads to a reduction in the ferroelectric properties
of thin film samples, provided that non-180° motions are
minimized. Additionally, the clamping effect caused by re-
sidual stresses alters dielectric and piezoelectric behaviors.
Lappalainen et al.6 show that increases in residual stress are
linked to reductions in dielectric properties and increases in
coercive field. Changes in switching behavior have also been
observed to accompany residual stress changes induced by
either film annealing1 or applying an external mechanical
stress.7 Lian and Sottos have measured changes in both the
field-induced strains and dielectric constants with film thick-
ness, and then used beam bending tests to show that me-
chanically applied tensile stresses further diminish the ferro-
electric response.8 These results suggest that control of
residual stresses during film fabrication may lead to im-
proved electrical and electromechanical properties.

The residual stress state found in films processed via
sol-gel deposition has components that are both intrinsic and
extrinsic in nature. Intrinsic stresses originate from the con-
strained densification and shrinkage of the ceramic during
the drying and firing stages of processing. The magnitude of
shrinkage stresses created is dependent on the relative rates
of evaporation, viscous deformation of the solid, and flow of
the liquid in the polymeric gel network during the drying
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phase.9 Other intrinsic sources for the PZT system include
the formation of intergranular stresses as anisotropic grains
grow, as well as the stress caused by the transformation from
a cubic to rhombohedral or tetragonal atomic structure that
occurs at the Curie temperature. The two main contributors
to the extrinsic component of the residual stress are mis-
matches between the film and substrate thermoelastic coeffi-
cients and crystal lattice parameters. The effect of substrate/
film property mismatches on residual stress has been well
characterized, and changes in substrates for otherwise similar
films have correspondingly altered ferroelectric properties.2

For the PZT film and platinized silicon substrate studied in
this work, the extrinsic forces result in a residual tensile film
stress upon cooling.

In addition to mechanical stress effects, the observed
changes in both dielectric and piezoelectric properties that
accompany the decrease in size scale for PZT thin films have
been attributed to a “thickness effect.”10–13 This phenomenon
encompasses a combination of factors that are related to film
thickness and processing technique. Chief among these vari-
ables are grain size, phase type, domain orientation, surface
texture, and interfacial effects. Each of these factors has been
documented to have a significant effect on final ferroelectric
film properties.14–16 In the current research, we investigate
the influence of residual stress on sol-gel derived
Pb�Zr0.53Ti0.47�O3 thin films of varying thicknesses inte-
grated onto Pt/Ti/SiO2 �Si substrates. Experimental condi-
tions are carefully controlled to produce films of constant
chemical composition, phase content, grain size, and crystal-
lographic orientation to probe the isolated effects of stress
and thickness on field-induced strains. Wafer curvature mea-
surements, combined with cross-sectional scanning electron
microscopy, enable the determination of residual stresses in
the thin films. The stress state in the films is correlated with
interferometrically measured strain loops under two different
driving conditions of the applied field.

II. EXPERIMENTAL PROCEDURE

Three Pb�Zr0.53Ti0.47�O3 thin film specimens ranging in
thickness from 190 to 500 nm were prepared by a polymeric
sol-gel route. Final film thicknesses were achieved through a
buildup of spin cast PZT sol-gel layers. Specifically, samples
consisting of 4, 8, and 12 layers were investigated, resulting
in crystallized films of 190, 350, and 500 nm thicknesses.

A. Film deposition

The solution chemistry that was employed follows the
synthesis route developed by Budd et al.17 and later refined
by Lakeman and Payne,18 for the fabrication of Pb-based
perovskite thin films on a substrate. The substrate consisted
of a single-side polished Si �100� wafer with a 5000 Å ther-
mally grown oxide and a nominal thickness of 375 �m �Sili-
con Quest International, Inc., Santa Clara, CA�. For the bot-
tom electrode, Ti �300 Å� and Pt �1700 Å� were dc sputtered
�in Ar� onto the silicon wafer using an AJA International
cosputtering system.

PZT thin films were deposited by spin casting �Headway
Research Inc., Garland, TX� onto the platinized silicon sub-

strates from partially hydrolyzed sols dispensed through a
filtered syringe. Solution was metered onto a rotating sub-
strate at 300 rpm before accelerating to 3000 rpm for 60 s,
producing a layer of uniform coverage. After spin coating,
hot-plate treatments in air at 120 °C for 1 min and 300 °C
for 1 min, were used to dry and pyrolyze the deposited layer.
The spin/hot-plate process was repeated four times, with a
subsequent PbO cover coat before firing in a preheated box
furnace at 650 °C for 30 min. This sequence of spin casting
and heat treatment in four layer increments was repeated to
build up the thicker 8 layer �350 nm� and 12 layer �500 nm�
films. Full details of the film solution chemistry and casting
procedure have been previously published.19

B. Residual stress measurement

The average in-plane residual stress in the films was de-
termined by ex situ wafer curvature measurements using a
KLA-Tencor FLX-2908 laser reflectance system. The Stoney
equation was used to calculate the residual stress ��� in the
film from the change in wafer curvature �R� with respect to a
carefully measured base line value �R0�,

� = � Es

1 − �s
� ts

2

6tf
� 1

R
−

1

R0
� . �1�

This well known equation is valid only in the thin film re-
gime �ts� tf�. Hence, the calculation of residual stress in the
film only requires knowledge of substrate Young’s modulus
�Es� and Poisson’s ratio ��s� and does not rely on the material
properties of the film.

An initial curvature measurement was taken after metal-
lization of the substrate but prior to film deposition. This
measurement of the base line curvature for the as-deposited
Pt/Ti/SiO2 �Si substrate does not account for the stress
change due to Pt–Ti interactions in the bottom electrode dur-
ing the heat treatment process. Spierings et al.1,20 and Zhang
et al.21 have reported on the need for correction of the base
line curvature �R0� when determining residual stresses in
PZT films deposited on Pt/Ti/SiO2 �Si substrates. Following
a process described in detail by Ong et al.,22 at least two
identical PZT/Pt/Ti/SiO2 �Si specimens were fabricated �at
each thickness� so that one could be used for further analysis,
and the other could have the PZT film removed by an
etchant, to reveal the radius of curvature of the heat-treated
Pt/Ti/SiO2 �Si substrate alone. Removal of the PZT thin film
was achieved with a solution of hydrochloric acid and am-
monium bifluoride in water. The etching process resulted in
the recovery of a clean Pt/Ti/SiO2 �Si substrate with a mir-
rorlike finish suitable for characterization via laser reflec-
tance. In this manner, the true residual stress in the PZT thin
films was calculated via the Stoney method from the change
in measured radii of curvature combined with film/substrate
thickness measurements obtained from scanning electron mi-
croscopy �SEM� micrographs �Fig. 1�.

C. Microstructural and phase analysis

Microstructure and phase development were analyzed at
room temperature for heat-treated thin films by x-ray diffrac-
tion �XRD, Philips X’Pert MRD, Cu K� radiation� and scan-
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ning electron microscopy �Hitachi S-4700�, which also en-
able accurate thickness measurements for the heat-treated
PZT thin films. SEM micrographs indicated that all three
specimens tested were nearly identical in terms of grain size,
texture, and microstructure. From plan-view SEM micro-
graphs �Fig. 2�, the grain boundaries were identified and an
image analysis program �ImageJ, National Instruments� was
used to calculate the average grain area for over 160 indi-
vidual grains on each film. For comparison between films, an
assumption of circular grains resulted in calculated average
grain diameters of 124, 125, and 122 nm for the films with
thicknesses of 190, 350, and 500 nm, respectively. Further-

more, x-ray diffraction testing, presented in full for the same
films by Ong et al.,22 confirmed that phase-pure perovskite
existed for all three films.

D. Interferometric measurements

A portion of each PZT film was chemically etched off in
order to expose the bottom electrode. A shadow mask was
used to sputter deposit reflective Pt top electrodes that were
1.2 mm in diameter and 2000 Å in thickness. Specimens
were then mounted on 1/2 in. thick copper blocks with a
rigid bonding agent, and the electrodes were connected with
fine copper wire and silver epoxy.

A single-beam heterodyne interferometer system devel-
oped by Lian and Sottos23 measured out-of-plane velocities
at the specimen electrode surface. In the sample arm of the
interferometer, the beam was sharply focused on the center
of the electrode being driven. This reflected beam was then
combined with a 40 MHz frequency shifted reference beam
at an incident, stationary photodetector. Surface velocities at
the electrode face were discerned from the corresponding
Doppler frequency shifts in the intensity of the converging
beams. These shifts were decoded from the signal output of
the photodetector by a FM demodulator in a vibrometer con-
troller �Polytec OFV 3001�. The surface velocities were then
integrated to find displacement amplitudes.

Piezoelectric strain-field loops were recorded for each of
the specimens under two different driving conditions. For the
first set of experiments, a large ac electric field was applied
at a frequency of 1.0 kHz. The applied voltages to drive the
films at 15.0, 20.0, and 30.0 MV/m were based on SEM
thickness measurements. A Lecroy LC584A oscilloscope
performed a 5000 point, 10 000 sweep time average to
record the corresponding velocity and applied voltage data.
For the second set of experiments, a large dc bias with a
small overlapping ac ripple �1.0 MV/m� was applied across
the films. A lock-in amplifier �Stanford Research Systems,
model SR 830� demodulated onto the velocity signal ampli-
tude. For each level of applied dc bias, the oscilloscope was
once again used to average the velocity amplitude over 1000
sweeps. Prior to the PZT film measurements, a single-crystal
quartz sample was tested to determine the accuracy and the
displacement resolution for the interferometer. The measured
piezoelectric coefficient for the quartz sample was compared
with the standard d33 value of 2.3 pm/V for a range of driv-
ing voltages.24 As the magnitude of the applied voltage de-
creased, the experimental d33 values consistently matched the
standard value until the displacement dropped below 10 pm.
At this point, the velocity signal output was comparable to
the background noise of the system.

III. RESULTS

Wafer curvature measurements, which were reproducible
to within 0.15% for each film, were used to calculate the
residual stress for the 190, 350, and 500 nm specimens. The
results, summarized in Table I, include bounds based on a
worst-case error assumption for each term used in the calcu-
lation of stress via �1�. All films were in a residual state of
biaxial tensile stress. The 190 nm specimen had the highest

FIG. 1. A SEM micrograph of the film cross section is used to measure the
thickness � of the 190 nm specimen �from Ref. 19�.

FIG. 2. Plan-view SEM micrographs of the 190 nm �a�, 350 nm �b�, and
500 nm �c� films. Note the consistency in grain size between films.
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residual stress level of the three �180 MPa�, while stress in
the 350 and the 500 nm specimens was nearly identical
��152 MPa�. Thinner films develop higher residual stress
due to the dominant effect of the substrate with very different
material properties. X-ray diffraction tests revealed a nomi-
nal �111� texture for all films. Measurements from SEM mi-
crographs indicated a consistent grain density across each of
the thicknesses, with an average grain diameter of �110 nm
based on a linear intercept method.22 Results from standard
dielectric tests performed25,26 on each specimen using a Pre-
cision LCR meter �Hewlett-Packard 4824A� are also in-
cluded in Table I. These values reflect the average of tests
taken from a number of electrodes across the specimen. As
the film thickness increased, the dielectric constant also in-
creased, while the loss, tan �, remained nearly constant.25

Field-induced displacements for the 350 nm sample
driven at increasing ac fields are given in Fig. 3. These pi-
ezoelectric loops are consistent with the typical butterfly pat-
tern associated with ferroelectric switching. Average d33 val-
ues were calculated from the slope of the linear portion of
the displacement-voltage curve as indicated in the boxed re-
gion of Fig. 3. Evidence of saturation was observed at the
highest applied-field strengths. The 190 and 500 nm speci-
mens �not shown� displayed displacement-field behavior
similar to that in Fig. 3. Displacement responses of the three
sample thicknesses are compared in Fig. 4�a� for the same
applied ac field �20.0 MV/m�. Consistent with previous
studies,23 the overall displacement decreases with film thick-
ness. The corresponding field-induced strains are shown in

Fig. 4�b�. The strains produced from the 350 and 500 nm
samples were nearly identical, while the 190 nm response
was significantly lower.

Results for the case where films were driven by a small
ac ripple applied over a range of dc biases are summarized in
Fig. 5. For this driving condition, the d33 coefficient was
calculated directly from the displacement and the applied ac
voltage �1.0 MV/m�. The d33 responses follow the same
trend as found for the high ac voltage strain-field loops. The
calculated piezoelectric coefficients for the 350 and 500 nm
samples were similar, whereas the 190 nm was significantly
lower �Table I�. Although the same trend exists for both load-
ing situations, the d33 values calculated from the slope of the
ac driven displacement-field curves were notably higher than
those extracted from the dc bias involved method.

A noticeable difference in response between positively

TABLE I. Residual stress and measured property data for each thickness.

Specimen
Thickness

�nm�

Average
residual �

�MPa�

ac driven
avg. d33

a

�pm/V�

dc bias
peak d33

�pm/V�

Dielectric
constant

K� tan �

4 layer 190 180 ±6 33 29 800 0.03
8 layer 350 152±5 61 44 1100 0.02
12 layer 500 153±3 65 44 1200 0.02

aAverage d33 values listed were calculated from the slope of displacement loops plotted against the applied ac
voltage, while peak d33 values were calculated from displacements induced by a small �1.0 MV/m� applied ac
ripple over a range of dc bias fields.

FIG. 3. Measured out-of-plane displacement for 350 nm film driven at in-
creasing fields. The slope in the boxed region was used to calculate d33

values.
FIG. 4. Comparison of displacement-field loops �a� and strain-field loops �b�
for the 190, 350, and 500 nm films driven at 20.0 MV/m.
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and negatively applied fields is also observed for both driv-
ing methods. As expected, higher displacements are observed
for positive driving fields, in accordance with the film ex-
panding away from the substrate. Less displacement ampli-
tudes, and thus lower d33 values, are measured in the direc-
tion of negatively applied fields. The lower displacement is
attributed to the constraint of the substrate while the film is
being compressed.

IV. DISCUSSION

For each driving method, the residual stress significantly
influences the piezoelectric behavior of the thin films. A re-
duction in piezoelectric response coincides with a decrease in
thickness and an increase in the measured residual stress
�Table I�. While the coupled electromechanical response de-
pends on many factors such as composition, grain size, pro-
cessing stress, etc., it is expected to be independent of film
thickness for specimens in which these other factors have
been held constant. As shown by the strain-field response
loops in Fig. 4�b�, the 190 nm sample demonstrates a vastly
diminished strain capability and a higher measured residual
stress than the 350 and 500 nm specimens. If the thickness
alone were the dominating factor influencing thin film piezo-
electric properties, then an appreciable difference would also
be expected between the strain-field responses of the 350 and
500 nm specimens. However, despite a thickness differential
nearly the same as that between the 190 and 350 nm speci-
mens ��160 nm�, the strain-field performance for the 350
and 500 nm specimens is nearly identical. The suppressed
strain-field response correlates with the increased residual
stress level. This same trend is repeated for the dc bias mea-
surements in Fig. 5. The observed dependence on residual
stress state is also consistent with the previous findings of
Lian and Sottos8 who showed that an enhanced field-induced
strain response �18%� could be achieved for PZT specimens
in which some of the residual tensile stress �48 MPa� was
relieved uniaxially. Some previous works13,23 have shown a
continued increase in piezoresponse with film thickness
across this same regime of film thickness. In contrast, this
work has shown a leveling off piezoresponse with increasing
film thickness, which coincides with a nearly constant re-
sidual stress state. We postulate that differences in processing

techniques during the film fabrication for these other works
may result in a continued decrease in residual stress level as
the film thickness increases, although the residual stress level
is often not measured or reported.

For both the ac and dc bias driving cases, the measured
d33 drops with increasing residual stress. However, Table I
shows that a noticeable difference exists in the d33 value
measured on the same specimen under different driving con-
ditions. For the 350 and 500 nm specimens, there is a �30%
decrease in measured d33 for the dc bias case, while a similar
12% decrease is observed for the 190 nm sample. The origin
of this difference is likely a combination of the active mecha-
nisms that contribute to the piezoelectric response and the
manner in which d33 is calculated for each of the respective
driving cases. In the ac driving case, d33 is found from the
linear portion of the displacement-field loop. For different ac
field levels there is some variability in the slope of this re-
gion. While the variance is not large, nonlinear or inertial
effects may influence the measured d33 value. The dc bias
driving method likely provides a better measurement of the
linear contributions to the piezoelectric response.

The components of the linear contribution include re-
versible displacements stemming from stretching of the unit
cell dipoles and domain wall vibrations.27 Part of the inhib-
iting effect of residual stress on the linear portion of the
piezoelectric response is readily explained by the Poisson
effect from classical mechanics. The basis of this principle is
that for an infinitesimal element in a continuum, tensile load-
ing in one principal direction will cause a contraction in the
other two principal directions �for ��0�. In the case of these
electroceramic thin films, out-of-plane displacements in-
duced by a driving field in the three direction must be ac-
companied by a contraction in the 1-2 plane. Superimposing
a high biaxial tensile stress in the 1-2 plane severely limits
the amount of allowed contraction and thus reduces the po-
tential out-of-plane strains possible through electrical load-
ing. Therefore, a lower effective d33 will be measured for
electroceramic thin films with high residual biaxial tensile
stresses. Although the residual stress is assumed to be uni-
form across the film thickness, the potential for a stress gra-
dient and interfacial effects may exist due to the layered
deposition process. However, no evidence of grain size
changes was found from SEM cross-sectional micrographs.
In addition, a series-dilution model analysis22 of the dielec-
tric response determined that a constant impedance factor
existed between the films, which indicates dense films with
no variation in properties between layers.

Others have proposed that a further effect of high re-
sidual stresses is ferroelectric domain pinning.28,29 Residual
stress clamping hinders polarization switching and prevents
domain wall motion, reducing the nonlinear contributions to
the field-induced response. In bulk electroceramics, non-
180° domain switching constitutes a large portion of the
field-induced displacements27 and is highly influenced by the
specimen stress state.30 The extent to which non-180° do-
main wall motions dictate piezoelectric response for thin
films, however, is debatable. Previous research suggests that
many nonlinear effects are minimized due to the constraint
supplied by the substrate, which may also significantly im-

FIG. 5. Calculated d33 for a small ac voltage �1.0 MV/m� applied over a
large dc bias voltage.
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pede domain wall motion for films under 500 nm in
thickness.3,5 In addition, any domain wall switching present
in the films under investigation would not be greatly favor-
able to the response in the three direction due to the �111�
crystallographic orientation.

The potential for enhanced piezoresponse from switch-
ing of non-180° domains is appealing but is difficult to
achieve for thin films. According to Tuttle et al.,2,5 tensile
stresses upon cooling from the Curie temperature create
films that have high populations of a, or 90°, domains and
that demonstrate a suppressed strain-field response. While
the 53/47 composition thin films in this study are not highly
tetragonal, any stress-driven preferential orientation of the
polarization direction into the 1-2 plane would result in do-
mains confined to this orientation by substrate constraints
and high residual stresses. Consequently, there would be
poor piezoelectric coupling and fewer domain switching sites
available, minimizing any contribution to the piezoelectric
response from nonlinear sources for thin films. Recently,
Bühlmann et al.31 reported dramatic increases in piezore-
sponse for patterned thin PZT films with feature sizes on the
order of 100 nm. Similar results were observed by Nagarajan
et al.32 for PZT elements etched into discrete islands. In both
of these studies, the etching processes provided relief of pro-
cessing related residual stresses, as well as the material con-
straint provided by a continuous film. The stress release in
these patterned films enabled 90° domain switching and
therefore enhanced the field-induced strain response.

In the course of the dc-biased testing, the films are also
driven out to biased field levels surpassing the noted satura-
tion point, which results in a lowered displacement ampli-
tude. This phenomenon is also observed in soft PZT bulk
samples and attributed to domain pinning induced by the
high dc field.33 In this scenario, dipoles are in a highly
stretched configuration as the dc bias field becomes larger.
Continued increases in the applied dc field potentially lead to
the domains becoming locked in this stressed arrangement
and unable to respond to the small voltage fluctuations pro-
vided by the overlapping ac field. Thus, the extent and onset
of this degradation in ferroelectric response are dependent on
the magnitude of the applied ac ripple. A similar effect is
observed for d33 estimates obtained from the instantaneous
derivative of the displacement-voltage curves in the large
applied ac field case. This d33 value reaches a peak in the
constant slope region and then progressively decreases as
more voltage is applied. The films appear to reach a satura-
tion point, after which all domain switching has occurred and
intrinsic dipole stretching has reached its limits.

V. CONCLUSIONS

Wafer curvature measurements were used to determine
residual processing stresses for three sol-gel derived
Pb�Zr0.53Ti0.47�O3 thin film samples. The effect of residual
stresses on the piezoelectric response was investigated
through the measurement of field-induced displacements for
two different electrical driving methods. Under large ac load-
ing, films with higher residual stress demonstrated a reduced
strain-field response, and films with similar residual stress

states demonstrated consistent piezoelectric behavior. The
same trend was observed for the measured piezoelectric co-
efficient, d33, which decreased for higher residual stresses
under both driving cases. This behavior was attributed to the
suppressing effect of residual stress on both linear and non-
linear components of the ferroelectric response, specifically
hindering polarization switching and domain motions.
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